
  

SPI SURFACE ROUGHNESS 
STANDARDS 
 

 

Comparators - Surface Finish Measuring Range: 2-500 
Machining Method: Flat Lapping, Reaming, Grinding, Horizontal 
Milling, Vertical Milling, Turning Number of Specimens: 30  

Measuring 
Range:  

2-500µ” 

Machining 
Method:  

Flat Lapping, Reaming, Grinding, Horizontal 
Milling, Vertical Milling, Turning 

Number of 
Specimens:  

30 

 

 


